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RESUMEN 

 

En la presente tesis titulada “EVALUACIÓN DE LA CALIDAD DE LAS CALIZAS ÓPTIMAS 

PARA LA PRODUDUCCIÓN DE CAL VIVA EN LA CONCESIÓN COLQUIRRUMI 49 B, 

CAJAMARCA 2016”, se ha realizado estudios para evaluar la calidad de las calizas dentro 

de la concesión Colquirrumi 49 B, con fines de producir cal viva; mediante el mapeo 

geológico, muestreo de calizas dentro de la concesión, análisis gravimétrico y 

complexométrico de calizas y análisis de pérdidas por calcinación y densidad. 

Las calizas de la concesión Colquirrumi 49 B requieren un estudio geoquímico para 

determinar la calidad. Esta concesión está ubicada en el caserío de Apán, distrito de 

Bambamarca, provincia de Hualgayoc y departamento de Cajamarca; esta ubicación 

presenta numerosas ventajas desde el punto de vista económico, como es la proximidad a 

las distintas unidades mineras y la cercanía con la compra de carbón antracita. 

Para esta evaluación se ha realizado la investigación experimental con diseño transversal, 

descriptivo y aplicativo; a las 15 muestras de roca caliza; llegando a concluir que de 

acuerdo a la geología mapeada en la concesión, sólo se evidencia la formación geológica 

Cajamarca compuesta de calizas óptimas para la generación de cal viva, además según 

los análisis complexométricos la composición de las tres muestras son similares y de buena 

calidad. En la etapa de calcinación, la piedra caliza que ingresa al horno de cocción con el 

objetivo de transformarse en CaO es muy homogénea teniendo medidas entre 20 cm y 50 

cm siendo esto favorable al momento de obtener la cal viva, notándose esto en el alto 

porcentaje de CO2 y H2O de la cal viva que está en un 13.20%.   
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ABSTRACT 

 

In this thesis entitled "EVALUATION OF QUALITY OF LIMESTONE OPTIMAL FOR 

PRODUDUCCIÓN OF LIME IN THE GRANTING Colquirrumi 49 B, CAJAMARCA 2016", 

has conducted studies to evaluate the quality of limestone within the concession 

Colquirrumi 49 B, purposes of producing quicklime; by geological mapping, sampling of 

limestone within the concession, gravimetric analysis and complexometric analysis of 

limestone and loss on ignition and density. 

The limestones of the concession Colquirrumi 49 B require a geochemical survey to 

determine the quality. This concession is located in the village of Apán, Bambamarca 

district, province of Hualgayoc and Cajamarca department; this location has many 

advantages from the economic point of view, as is the proximity to the various mining units 

and proximity to the purchase of anthracite coal. 

For this evaluation has been carried out experimental research with descriptive cross-

sectional design and application; the 15 samples of limestone; coming to the conclusion 

that according to the mapped geology in the concession, only the geological formation 

Cajamarca made optimal for generating quicklime limestone is evident, as well as the 

complexometric analyzes the composition of the three samples are similar and good quality. 

In the calcination step, limestone entering the baking oven in order to become CaO is very 

homogeneous having measures between 20 cm and 50 cm this being favorable time to 

obtain quicklime, noting that the high percentage CO2 and H2O of quicklime which is in a 

13.20%. 

 

 

 

 

 

 

 

 

 

 



 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 

NOTA DE ACCESO 
 
 
 
 
 

No se puede acceder al texto completo pues contiene datos confidenciales 
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