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RESUMEN 

 
La presente investigación se realizó en el laboratorio de concreto de la Universidad Privada del Norte 

sede San Isidro y tiene como propósito determinar la influencia de la sustitución de cemento por 

ceniza de cascarilla de arroz, en las propiedades mecánicas del concreto. Para el desarrollo se 

utilizó un diseño experimental, experimental pura, de muestreo no probabilístico por juicio; la 

recolección de datos se realizó con la técnica de observación, utilizando el instrumento, guía de 

observación; para analizar los datos se empleó la inferencia estadística. El principal problema es 

que en Trujillo las estructuras no son muy resistentes, además se desperdicia el uso de los recursos 

propios, que pueden ser muy bien explotados en la industria de la construcción. 

Se obtuvo una máxima resistencia a la compresión 239.38 kg/cm2 al 6%CCA a una edad de 28 días 

y 238.00 kg/cm2 para 56 días, ambas con un incremento del 12% de la muestra patrón. Además, 

los mayores resultados del módulo de elasticidad en la muestra con 4%CCA a 28 días de 168464.25 

kg/cm2, y 6% a 56 días con un resultado de 168500.83 Kg/cm2. También, una relación de Poisson 

mayor para el 8%CCA, de 0.29 a 56 días. 
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ABSTRACT 

 
 
 

The present investigation was carried out in the concrete laboratory of the Universidad Privada del 

Norte, located in San Isidro, and its purpose is to determine the influence of the substitution of cement 

by rice husk ash on the mechanical properties of the concrete. For the development, an experimental, 

pure experimental, non-probabilistic sampling by trial was used; the data collection was done with 

the observation technique, using the instrument, observation guide; to analyze the data, statistical 

inference was used. The main problem is that in Trujillo the structures are not very resistant, in 

addition the use of own resources is wasted, which can be very well exploited in the construction 

industry. A maximum compressive strength of 239.38 kg / cm2 at 6% CCA was obtained at an age 

of 28 days and 238.00 kg / cm2 for 56 days, both with a 12% increase in the standard sample. In 

addition, the highest results of the module of elasticity in the sample with 4% CCA to 28 days of 

168464.25 kg / cm2, and 6% to 56 days with a result of 168500.83 Kg / cm2. Also, a higher Poisson 

ratio for 8% CCA, from 0.29 to 56 days. 
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